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Calibur Composition of Alloy

% Content of 

Lead by Weight 

of Alloy

Detailed Unique Identifying 

Characteristics

Bismuth Shot B - 2, 4 - 9 96% Bismuth, 6% Tin <0.5% USA Made Bismuth Shot

Lead Free Bullet Casting 

Alloy
NA 88% Bismuth, 12% Tin <0.5% USA Made Bullet Casting Alloy

A/C - Pewter NA
92% Tin, 7.75% Antimony, 

0.25% Copper
<0.5%

R92 - Pewter NA 92% Tin, 8% Antimony <0.5%

R98 - Pewter NA
98% Tin, 0.50% Copper, 

1.5% Bismuth
<0.5%

Zamak 2 NA
Aluminum 4%, Copper 3%, 

Zinc 93%
<0.5%

Zamak 3 NA Aluminum 4%, Zinc 96% <0.5%

USA Made pewters that may 

work as an alternative to lead

USA Made Zamaks that may 

work as an alternative to lead
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